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DECENT ESPRESSO INTERNATIONAL LIMITED    
RM M, 21/F, SHIELD INDUSTRIAL CENTRE, 84-92 CHAI WAN KOK STREET,TSUEN WAN, N.T    

 
The following samples were submitted and identified by/on behalf of the client as: 
73569 - INNER BLOCK & 73570 - SHOWER MOLD    

Case No. : CA322203409079  

Style/ Item No. : 73569 & 73570  

P.O./ Ref. No. : PO20220609048  

Buyer : DECENT ESPRESSO INTERNATIONAL LIMITED  

Manufacturer   : VIRTUAL ELECTRONICS MANUFACTURING LIMIT  

Country of Origin    : CHINA  

Country of Destination : HONG KONG  

Sample Receiving Date   : DEC 08, 2022  

Testing Period   : DEC 08, 2022 – DEC 16, 2022  

 
Test Requested Conclusion 

1. US FDA 21 CFR 175.300 (Resinous and Polymeric Coati ngs) – Determination 
of Amount of Extractives  

PASS  

 
******** FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) ******** 

 
Signed for and on behalf of  
SGS Hong Kong Ltd. 

 

  
Lam Chi Ho, Jacko 
Senior Chemist 
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Test Results:       
  
1.US FDA 21 CFR 175.300 (Resinous and Polymeric Coa tings) – Determination of Amount of Extractives 
  
Method : With reference to US FDA 21 CFR 175.300. 
  

Extractants Test Condition 
Result 

(mg/inch2) 
Reporting 

Limit 
(mg/inch2) 

Permissible 
Limit (mg/inch2) 

1 
Distilled Water 250oF for 2 hours ND 1.0 18 
Comment -- PASS  -- -- 

  
Sample Description : 
1. Black plastic (Inner block, shower mold) 

 
Note : 1. mg/inch2 = milligram per square inch 

2. ºF = degrees Fahrenheit 
3. ND = Not Detected 
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Remark: 
 
When statement of conformity is made, unless inherent in the requested specification or instructed by the 
applicant, the decision rule would be based on the non-binary statement with guard band (is equal to the 
expanded measurement uncertainty with a 95% coverage probability, w = U95) in ILAC-G8:09/2019 Clause 
4.2.3. 
“Pass - the measured value is within (or below / above) the acceptance limit, where the acceptance limit is 
below / above to the guard band.” or “Pass - The measured values were observed in tolerance at the points 
tested.  The specific false accept risk is up to 2.5%.”. 
“Fail - the measured value is out of (or below / above) the tolerance limit added / subtracted to the guard band.” 
or “Fail - One or more measured values were observed out of tolerance at the points tested”.  The specific false 
reject risk is up to 2.5%. 
“Inconclusive – It is not possible to state the conformity. Either one or more measured values were observed in 
the portion of the expanded measurement uncertainty intervals at the points tested where the specific risk is up 
to 50%.” 

 
 
Sample Photo:  

Pic.1 

 
 

SGS authenticate the photo on original report only 
 

 
*** End of Report *** 
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